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1.0 NARRATIVES 

1.1 Purpose: 

Criterion Laboratories, Inc. (Criterion) was contracted by Mr. Scott Smith of EnviroSure, 
Inc. to perform an asbestos survey of 5 residential structures located on Fleetwood Street 
in Coatesville, PA. 

The purpose of the survey was to identify and document asbestos-containing materials 
(ACM) for remediation prior to planned demolition or renovation. The EPA's National 
Emission Standard for Hazardous Air Pollutants (NE3SHAP) regulation requires chat 
buildings scheduled for renovations/demolition have an inspection identifying asbestos 
materials. OSHA's Construction Standard for Asbestos (29 CFR 1926.1101) requires 
that building materials installed prior to 1981 be inspected for asbestos or they must be 
classified as presumed asbestos-containing materials (PACM). 

1.2 Personnel: 

Mr. Eric Wysocki of Criterion performed the building inspection on October 30, 2013. 
Mr. Wysocki is an EPA-accredited building inspector licensed by the State of 
Pennsylvania. 

1 3  Discussion and Survey Results: 

During the survey, Criterion's Building Inspector was granted access to the facility by 
Mr. Scott Smith, of EnviroSure, Inc. 

A total of thirty-two (32) samples were collected from the sructures. All sampIes were 
analyzed by Polarized Light Microscopy (PLM), which classifies a material as asbestos- 
containing if it contains greater than one percent (>I%). 

No asbestos-containing materials were identified at 330, 340, 346, 372 and 376 
Fleetwood Street. There was no access to any of the roofs. 

Those materials that were observed, sampled, submitted for analysis and found not to be 
asbestos-containing materials are identified in Section 2.0 of this repoit. 

1.4 Disclaimer: 

Information contained herein was obtained by means of onsite observations, a detailed 
materials survey, and analytical data. Conclusions will be based upon the data obtained. 
This is not to imply that the data gathered is all the information that exists which may be 
pertinent to the site. Any areas inaccessible to the survey team due to reasons beyond the 
control of Criterion (i.e., hidden pipe chases, behind hard walls, above hard ceilings, 
secured spaces, roofs, etc.) will not be included in this survey. 
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1.5 Conclusions and Recommendations: 

No asbestos-containing materials were identified at the 5 residential properties located at 
330, 340, 346, 372 and 376 Fleetwood Street in Coatcsville, PA. 

Section 4.0, Certifications, lists asbestos accreditation for all Criterion employees who 
worked on this project. 

Laboratory Results are included in the Attachments Section of this report. 

This report is intended to strictly comply with EPA and OSHA regulations governing 
asbestos. This report should be referenced prior to disturbing any materials that may 
contain asbestos. 

Criterion appreciates the opportunity to provide you with an asbestos-containing 
materials survey. Should you have any questions, please do not hesitate to call me at 
(215) 244.1300, extension 30. 

Eric Wysocki 
Project Manager 
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2.0 Suspect Materials Testing Negative for Asbestos Content 

The following materials were observed, sampled, submitted for analysis and found not to be 
asbestos-containing materials. For more specific information concerning the location of these 
materials, see the Attachments Section of this report. 

330 Fleetwood Street 
Brick Pattern Linoleum 
Blue Spec Linoleum 
Beige Linoleum 
Brick Mortar 
DrywaWJoint Compound 
Plaster 
White Window C a ~ ~ l k  

340 Fleetwood Street 
Beige Linnieum 

e Smooth Plaster 
Drywall1 Joint Compound 
Gray/Black Linoleum 
Beige w/ Diamonds Linoleum 
Brick Mortar 
White Window Caulk 

346 Fleetwood Street 
Plaster 
BrickMortar 

372 Fleetwood Street 
Tan Pattern Linoleum 
2' x 4' Lay-in Ceiling Tile 
Drywall/Joint Compound 
Sinooth Plaster 
Black Tat Paper 
Beige 12" x 12" Floor Tile 
Pebble Pattern Linoleum 
Brick Mortar 

342 Fleetwood Street 
Beige Linoleum 
DrywalVJoint Compound 
Grey Window Caulk 
BrickMortar 
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3.0 Sample Methodology 

Bulk samples of suspected asbestos-containing material (ACM) were collected in accordance 
with guidelines set forth by the Environmental Protection Agency @PA) and the National 
Institute for Occupational Safety and Health (NIOSH). The procedures for obtaining a bulk 
sample of suspected ACM are: 

1. "Functional Spaces" in the Property were identified. A Functional Space is a spatially 
distinct unit within a building, which contains identifiable populations of building 
occupants (i.e. corridor, office space, mechanical area etc.). 

2. The total amount and location of each type of suspected ACM was tabulated. 

3. The types of suspected ACM were then grouped as homogeneous materials. Each 
homogeneous material is defined as being uniform in texture and appearance. Based on 
these parameters, each homogeneous material was assigned a specific identification 
number as listed below. 

Homogeneous Material I.D. #Reference List 

Surfacing 

0100 to 0199 - Sprayed-On 
0200 to 0299 - Troweled-On 
0300 to 0399 - Blown-In 
0400 to 0499 - Other Surfacing 
1900 to 1999 -Plaster Walls and Ceilings 

Thermal 

0500 to 0599 -Lagging 
0600 to 0699 - Breeching 
0700 to 0799 - Duct Insulation 
0800 to 0899 -Tank Insulation 
0900 to 0999 -Block Pipe Insulation 
1000 to 1099 - Joints associated with Block Pipe Insulation 
1100 to 1199 - CorrugatedJAir Cell Pipe Insulation 
1200 to 1299 -Joints associated with Corrugated Pipe Insulation 
1300 to 1399 - Compressed Pipe Insulation 
1400 to 1499 - Joints associated with Compressed Pipe Insulation 
1500 to 1599 - Joints associated with Fibrous Glass Pipe Insulation 
1600 to 1699 - Other Thermal 
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3.0 Sampling Methodology (Continued) 

Miscellaneous 

1700 to 1799 - Lay-In Ceiling Tiles 
1800 to 1899 - Spline Ceiling Tiles 
2000 to 2099 - Floor Tiles 
2100 to 2199 - Drywall 
2200 to 2299 - Linoleum 
2300 to 2399 - Transite 
2400 to 2499 - Expansion Joints 
2500 to 2599 - Mastic Floor Tiles 
2600 to 2699 - Other MisceIlaneous 
2700 to 2799 - Mastic Linoleum 

4. A sampling scheme was devised based upon the amoullts and locations of the different 
homogeneous materials in order to obtain representative samples. 

5. Trained personnel using an appropriate sampling tool and a leak-tight, labeled sample 
container took the actual bulk samples. The sampling was conducted in areas of the 
building that are not readily visible to the building occupants. These areas included 
above lay-in ceiling tiles and beneath cabinets and desks, etc. 

6. The personnel employed pinper decontamination procedures to prevent contamination of 
the building environment and possible exposure to themselves and others. 

7. Each location of suspicious asbestos-containing material (ACM) was documented on the 
Asbestos Bulk Sample Log. This documentation included the location of suspicious 
materials, type of material located, square footage of suspicious ACM, as well as the 
square footage of damaged suspicious ACM. All bulk samples taken were documented 
on the Sample Log form and a Chain of Custody form. Each was completed for all 
samples taken by the inspector and handler. 

8. The samples were then taken to the laboratory for analysis. The Certificates of Analysis 
and Chain of Custody relative to each sample are included in this report. 

9. The inspector assessed the condition of the suspicious ACM using the eight EPA factors. 

10. On the Asbestos Bulk Sample Log, "NS ' in  the Sample # box means "not sampled". 
This homogeneous material was sampled elsewhere or assumed to contain asbestos. The 
purpose of the "NS" listing is to quantify the material for its inclusion in the Asbestos 
Inventory should similar material sampled elsewhere test positive for asbestos. 
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. :' ', Smplek . - : . . . . '  Nvn - . b k t o s  .. ksbrrtus . , . . j 8 . . . . .  . . . .  . . . . , -.............. 2--- - . . 
. . I 1.6cation ihlaterial ~esmi'bti'on , ' . . .. r . Fibruu~ &Pcrce"!-l Non-Fibrom4 %,. " .. -- . . . . . . . . .  . . . . .  , . , ...-... Asbertos:~).pq:-~1-' i' Percent I Comnenls . ' I 

372-01 
Tan Pattern Linoleum 
372 Fleetwoad St-t - 1st Floor- Kitcko 

1 - 100 None Detected .. 

372-02 
2*q Iuy-in Ceiling Tile 
372 Fleetwwd Stnet - 2nd Fioor- Bedroom 

1 Cellulose-55 5 None Ktected - 
Fibeiglarr-40 

93 None Detected ... 

372-06 
Beige 12"nlZ' FloorTfic 
372 Flectwwd Smol- Basement (top layer) 

100 None Deleted - 
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Criurir,ti Lohrnmr i t .~ ,  Inc. beorsrio rerpomibiiiqf"r ,~onipIc coiiaclir,a och,if;e,s ,f,,ro!r-Crileriorr perroruiei. Tigi.~ repun reirrr~r orrlv 10 rise sompier iepoiiedobnvii, aird 
~vl,e, repmdaced, r r B w r  be in  i1.7 eniir-ef~: t31irmed accuroc~~~, nreci.riou ood noerr1riinr)l dvio avoiiubic irpur, reqre,~,  Urtierr 

Jammil. TVelLI, CIH, Preriderrt 
mqire.11ed by Ii!r ciie~rl, boildin& mir1eriril.c rrioairfodrrred writit lurilripie io.>,c?,r (i.2. lilu,icllm, ivollboord, c1c.J urn repported 0.7 o r i ig ic  $ompie. Nrme Derclcred = <I %. 

Uniess 01irenvi.w ,nored: B imk  reniir,r lore nor .sebrrircred,fmzr,m nny re,suir,r: QC dalu os.~ociol~d >virlr ririr rutt,pie re1 ir wili,ir occepiable 1imir.r: Snrnpier were rrochied ir, 
p o d  condiliorr. 

N N I ~ :  I/yr>i(rprvjccr ntmrber end, it,ill, cui "R", i r  i.r o i e i , re /  repon m,,rdr<ploues riir oripiaoi doorwent brf~,li. Tize nbo,w rerrriir vnprerml rim (111ri,y3ir o / b ~ ~ l k , ~ ~ ~ ~ l ~ ( , ~ )  
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rinrnr rror be "red 10 driirri piodrm endrrrren!orf N U P ,  N I U ,  AIHA or a , ~  "geuej'rrf lhc US Grwcnnnerl. Uliiess spectTc~iiis iisred m obol'e, liiese lesl m.rrri1.~ ore o01 c o ~ i r r ~ d  rerderAIKA-UP. LLC, iO(W24 
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Sample # , ' 3 .  , . . !..:, ; .  on- ~ r b & t u r  . . I .  : ,\skstos: . 
............ & .............. .~. :-I , ,  . c ~ o r a t i o n l ~ a l ~ r i a l ~ e ~ i p t i o n . ' :  '. . : , . . ' . . . .  ~ o y &  , . . .. . . 

............. . . . . . . . . . . .  , ..Fih_n~?~+:Percent ' ,' ; :XU"-kibmus 3 _ , , L  : .Asbesfof Type : Perrent .... - -. 
330-05 
Drywall l Joint Conlpaund 
330 Flee tw~d Street - 1st Floor 

... 1 Cdlulore-5 95 Nonc Detected 

330-07 
l & t  Beige linoleum 
330 Fleewood Street - 2nd F loor  BaIhraom 

... 1 None Detceted .- 

33048 
Pbister 
330 Fleehvwd Street- Bnrunenr 

92 None Detected - 
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Jru,ier A. Well& CZH, President U'r,ie$r oiheiivlsr snrrd: Bilrtrk reruirs "re iro! .toblmaiedfrun~ on). re.~ulir: QC ddro u.r.sndo!ed~t,i~ii rirb .rarrcple sei is wilizirr occeproble Urnin: Sanipier urerc reccilrcd in 

gnod mndilion. 
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